
Material Codes for Liquid Asphalt

For use with 1992, 2000 & 2006 Specifications and for                      
reporting results in English or Metric Units

(MATT Menu Selection 09 - Miscellaneous)

Material 
Code Material Description Form        

No.
284 AEP EMULSIFIED ASPHALT 03-22-0800

309 ANIONIC EMULSIFIED LATEX MODIFIED ASPHALT (SS-1L) 03-22-0800

311 ANIONIC EMULSIFIED POLYMER MODIFIED ASPHALT (SS-1P) 03-22-0800

294 CRS-2L EMULSIFIED LATEX MODIFIED ASPHALT 03-22-0800

242 CRS-2P EMULSIFIED POLYMERIZED ASPHALT 03-22-0800

265 EMULSIFIED POLYMERIZED ASPHALT (CSS-1HP) 03-22-0800

283 EPR-1 CATIONIC EMULSIFIED PETROLEUM RESIN 03-22-0800

(MATT Menu Selection 08 - Liquid Asphalt )

Material 
Code Material Description Form        

No.
451 CSS-1H CATIONIC EMULSIFIED LIQUID ASPHALT 03-22-0800

411 MC-30 CUTBACK LIQUID ASPHALT 03-22-0800

412 MC-70 CUTBACK LIQUID ASPHALT 03-22-0800

413 MC-250 CUTBACK LIQUID ASPHALT 03-22-0800

401 RC-70 CUTBACK LIQUID ASPHALT 03-22-0800

402 RC-250 CUTBACK LIQUID ASPHALT 03-22-0800

403 RC-800 CUTBACK LIQUID ASPHALT 03-22-0800

421 SS-1 ANIONIC EMULSIFIED LIQUID ASPHALT 03-22-0800

422 SS-1H ANIONIC EMULSIFIED LIQUID ASPHALT 03-22-0800

461 CMS-2 CATIONIC EMULSIFIED LIQUID ASPHALT 03-22-0800

431 CRS-2 CATIONIC EMULSIFIED LIQUID ASPHALT 03-22-0800
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